
Photo of prospector Merrill Palmer at the Cap prospect.   

White band on top of rusty alteration zone is massive barite. 
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CAP-01 9.0 32.2 23.2 b.d. 134 0.24 0.16 .02 

RMC98-01 34.4 125.0 90.6 0.10 31 0.09 0.03 <0.01 

Incl 38.7 45.7 7.0 0.19 74 0.33 0.09 <0.01 

And 60.7 71.6 10.9 0.19 62 0.21 0.05 0.01 

Assay Highlights from the Cap Prospect 

b.d. = below detection limit 

True widths are interpreted to be 90% to 100% of reported widths.  


